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FOSHAN MEXYTECH CO.,LIMITED
ROOM 2-8,BUILDING B,TORCH INNOVATION PARK,JIHUA 2 ROAD,CHANCHENG DISTRICT FOSHAN CITY, 
GUANGDONG PROVINCE,CHINA

Sample Description : PU DECK

As above test item and its relevant information regarding to the submission are provided and confirmed by the 
applicant. SGS is not liable to either the test item or its relevant information, in terms of the accuracy, suitability, 
reliability or/and integrity accordingly.

************

Sample Receiving Date : Jun 14, 2025

Test Performing Date : Jun 17, 2025 to Dec 08, 2025

Test Performed : Selected test(s) as requested by applicant

Test Result Summary

No. Test(s) Requested Result(s) Comments

1
Light Ageing Test-UV Exposure 
ISO 4892-3:2024 Cycle 1 & ISO 105-A02:1993/Cor.2:2005

Grey scale: 4-5 /

For further details, please refer to the following page(s)

Signed for and on behalf of 
SGS-CSTC Standards Technical Services Co., Ltd. Shunde Branch

Peter Zhao
Authorized Signatory
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Test Information:
Sample description: see photos

Test Item: Light Ageing Test-UV Exposure

Test Method: ISO 4892-3:2024 Cycle1 & ISO 105-A02:1993/Cor.2:2005

Test Condition:

Exposure cycle:

ISO 4892-3:2024 Cycle 1

Lamp type: UVA-340

8h UV at (60±3)℃ BPT, 0.76W/(m2•nm)@340nm

4h condensation at (50±3)℃ BPT

Exposure duration: 3000h

Test Result:

Sample Exposure duration Grey scale Appearance ΔE*ab

1000h 5 No visual change 0.3

2000h 5 No visual change 0.5A

3000h 4-5 No visual change 0.9

Note: 

1.According to ISO 105-A02:1993/Cor.2:2005, the grey scale was determined under the D65 standard light, 

with scale 5 as the best and scale 1 as the worst.

2. The evaluations were carried out within 1 hour after above specified durations for the intermediate inspection 

as well as at the end of the exposure.

    3. According to ASTM D2244-23, ΔE*ab was measured by sphere spectrophotometer under D65 standard light 

source and with 10° observer.  SCI: include specular component reflection condition, SCE: exclude specular 

component reflection condition, 25mm aperture.
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Photo Appendix:                 

Original sample      Reference sample        Tested sample-1000h

     Reference sample        Tested sample-2000h      Reference sample        Tested sample-3000h

***End of Report***
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